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CUSTOMER NAME: Hubei VNH Technology Co. Ltd

ADDRESS: NO.28,HONGQI ROAD,XINGFU INDUSTRIAL PARK,HENGDIAN 

STREET,HUANGPI DISTRICT,WUHAN CITY,HUBEI PROVINCE, 

CHINA

Sample Descriptions : garage floor

Item No.(s) : OUT-WAR2608-CO

Above information and sample(s) was/were submitted and confirmed by the client (Sample source: 
Provided by client). SGS, however, assumes no responsibility to verify the accuracy, adequacy and 
completeness of the sample information provided by client.

*************

SGS Ref No. : NBHL2601001828SD

Date of Receipt : Jan 21, 2026

Testing Start Date : Jan 21, 2026

Testing End Date : Jan 26, 2026

Test Result(s) : For further details, please refer to the following page(s)
(Unless otherwise stated the results shown in this test report refer only 
to the sample(s) tested)

Signed for
SGS-CSTC Standards Technical 
Services (Shanghai) Co., Ltd.

Owen Wang
Authorized signatory
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Summary of Results:

No. Test Item Test Method Result Conclusion 

1
Major Composition 

Qualitative Analysis
ASTM E1252-98(2021) See result /

Pass : Meet the requirements;

Fail : Does not meet the requirements;

Note:

/ : Not Apply to the judgment.
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1. Test Item: Major Composition Qualitative Analysis

Sample Description: A-Plastic part

Test Method: ASTM E1252-98(2021)

Test Condition: 

Sample Technique: ATR

Test Result:

Sample A

Test Item Test Result

Major Composition Polypropylene (PP)



TEST REPORT
No.   : SHMR260100188301
Date : Jan 26, 2026
Page: 4 of  5

Appendix:      

Sample A

Fig.1: FTIR spectrum of original sample
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Test Photo:

Original Sample-Sample A

Equipment Information:  

Equipment Name Model Equipment No. Calibration date 
Next Calibration 

date

FT-IR 

Spectrometer
Nicolet is10 P-314 2026-01-15 2027-01-14

******** End of report********
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